BORING LOG No: B-6
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25 A\ | | | | \
| | | - END OF BORING NO. B-6 AT |
| | | | | 25.5 FEET DEPTH. :
| . | " Notes: |
| | | | | 1. No groundwater observed |
| | | during drilling.
| | | | |
| l | | | |
STARTED COMPLETED i :
DATE HOLE 9.28-07 9-28-07 eo Clm
ELEVATION TOP OF HOLE ' Ry, s
i i
ELEVATION GROUND WATER GEOTECNIAY CIMIENTOS
GEOTECHNICAL TESTING SERVICES
LOCATION (Coordinates or Station) P.O. BOX 10872, SAN JUAN, P.R. 00922-0872
N 65,100.1 E 155,743.0 LA SABANA RESIDENTIAL DEVELOPMENT, VEGA
NAME OF DRILLER DRILLING EQUIPMENT  /METHOD |BAJA, PR
Rubén Nieves CME-55 SPT
wpn | WATER CONTENT IN % | qu | () PENETROMETER, TSF APPROVED JOB No. BORING No.
N_| BLOWS FROM S. P. T. (ASTM D-1686] (L | LIQUID LIMIT IN % 3709-07 |
¥ WATER TABLE OR PHREATIC LEVEL Pt [ PLASTICITY INDEX IN % 1 OF 1 SHEETS B-6




BORING LOG No:

BLOWS | q, M 1 2 3 4 5
EPTH ON "N | qu ' wn | LL | Pl Symbol| DESCRIPTION we
M T SAMPLER | _ N1 20 30 40 50
y 1-1-1 | 2 0.2 | BLANKET DEPOSITS: QUARTZ \
: } | | : E SAND, angular, fine grained; trace |
1 | | . silt and roots; very loose; strong A
-'i | ‘ | brown. I'
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! | | | AASHTO classification: A-3. \ |
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- ]\/18-33-47| 80 (4.5+) 32.9 71777 SILTY CLAY, trace fine sand: >>q
25 _N | 777, hard; red. :
' I - | ENDOFBORINGNO.B-7AT |
| | | 25.5 FEET DEPTH.
] _— " Notes:
| | | ' 1. No groundwater observed
| | | ' during drilling.
| i | ]
| l STARTED —COVPLETED .
DATE HOLE 9-28-07 9.28-07 qeo Clm
ELEVATION TOP OF HOLE ~—
wrl___ i
ELEVATION GROUND WATER GEOTECNIAY CIMIENTOS
GEOTECHNICAL TESTING SERVICES
_OCATION (Coordinates or Station) P.O. BOX 10872, SAN JUAN, P.R. 00922-0872
N 65,259.7 E 155,736.1 LA SABANA RESIDENTIAL DEVELOPMENT, VEGA
NAME OF DRILLER DRILLING EQUIPMENT  /METHOD |BAJA, PR
Rubén Nieves CME-55 SPT
"N T BLOWS FRON S. P. T (ASTR5-1558] Lt Thauimris | APPROVED | JOBNo.  3709.07 | BORING No.
qu | UNCONFIED COMPRESSIVE STRENGTH, TSF PL | PLASTIC LIMIT IN % |
~Y | WATER TABLE OR PHREATIC LEVEL Pl | PLASTICITY INDEX IN % 1 OF 1 SHEETS B-7




APPENDIX B

CLASSIFICATION TEST RESULTS



Particle Size Distribution Report
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500 100 10 1 0.1 0.01 0.001
GRAIN SIZE - mm
% COBBLES % GRAVEL % SAND % SILT % CLAY
0.0 0.3 26.3 73.4
SIEVE PERCENT SPEC. PASS? Soil Description
SIZE FINER PERCENT | (X=NO) Fat clay, some sand, trace gravel, red.
3 in. 100.0
1.5 1n. 100.0
| in. 100.0
-?g -y {88‘3 Atterberg Limits
375 in’ 1000 PL= 24.5 LL= 64.] Pl= 390.6
4 99.7 Coefficients
#10 99.5 B Dans B
#20 99.2 85= 0.239 60~ 50~
#40) 07.7 D30= D15= D1p=
#100 77.5 Cy= Ce=
#200 713.4 o
Classification
USCS= CH AASHTO= A-7-6(30)
Remarks
: (no specification provided)
Sample No.: 3 Source of Sample: Boring No. B-1 Date: 10/26/07

Location:

Elev./Depth: 5.0'-6.5'

GEO CIiM, INC.

Project No: 3709-07 R Davila-GClI

Client: Mora Development Corp.
Project: Las Sabanas Shopping Village

Vega Baja. PR




Particle Size Distribution Report
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GRAIN SIZE - mm
% COBBLES % GRAVEL % SAND % SILT % CLAY
0.0 0.0 17.6 82.4
SIEVE PERCENT SPEC.* PASS? Soil Description
SIZE FINER PERCENT | (X=NO) Fat clay, little sand. yellowish red.
3 1n. 100.0
1.5 1n. 100.0
A |l i
73 . 100. rberg Limits
5 1n. 100.0 — - =
375 in. 100.0 PL= 254 LL= 48.] Pl= 22.7
b 100.0 Coefficients
#10 99.9 e e D e
#20 09.4 85= 0.126 60~ 50~
#40 97.9 D30= D15= D10
#100 36.4 Cy= e
#200 82.4 T
Classification
USCS= CL AASHTO= A-7-6(20)
Remarks

i (no specification provided)

Sample No.:
Location:

3

Source of Sample: Boring No. B-2

Date: 10/26/07

Elev./Depth: 5.0'-6.5'

GEO CIM, INC.

Project No: 3709-07

Vega Baja, PR

Client: Mora Development Corp.
Project: Las Sabanas Shopping Village

R Davila-GClI




Particle Size Distribution Report
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GRAIN SIZE - mm
% COBBLES % GRAVEL % SAND % SILT % CLAY
0.0 0.0 16.0 84.0
SIEVE PERCENT SPEC." PASS? Soil Description
SIZE FINER PERCENT (}(=N0) Clﬁ}’? ll’[tle Sand:‘ red_
3in. 100.0
1.51n. 100.0
1 in. 100.0
.?g n. ggg Atterberg Limits
.5 1I1. . : vt o -
475 i 100.0 PL= 26.7 LL= 47.5 Pl= 20.8
4 100.0 Coefficients
#10 00.8 _ - Den=
#20 99.3 Dg5= 0.153 D60= 50~
#40 97.7 D30= D15= D10=
#100 84.9 Cu= Ce=
#200 84.0 e i
Classification
USCS= CL AASHTO= A-7-6(19)
Remarks
: (no specification provided)
‘ Sample No.: 5 Source of Sample: Boring No. B-3 Date: 10/26/07
Location: Elev./Depth: 10.0'-11.5'

Client: Mora Development Corp.
Project:

LLas Sabanas Shopping Village
Vega Baja, PR

Project No: 3709-07

LGEO CIM, INC.

R Davila-GCl




PERCENT FINER

Particle Size Distribution Report
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500 100 10 1 0.1 0.01 0.001
GRAIN SIZE - mm
% COBBLES % GRAVEL % SAND % SILT % CLAY
0.0 0.0 25.3 74.7
SIEVE PERCENT SPEC. PASS? Soil Description
SIZE FINER PERCENT | (X=NO) Fat clay, some sand, brown.
31n. 100.0
1:5 18 100.0
| in. 100.0
73in. | 100.0 Atterberg Limits
5 i, 100.0 - — =
375 ;& 1888 PL= 25.1 LL= 59.0 Pl= 33.9
100. x
#10 99.7 Dar= [%Mg D5o=
420 99,2 g5~ 0211 60~ 507
#40 08.0 D30= D15= D10=
#100 80.2 Cu= Ce=
#200 74.7 o
Classification
USCS= CH AASHTO= A-7-6(26)
Remarks
” (no specification provided)
Sample No.: 5 Source of Sample: Boring No. B-4 Date: 10/26/07
Location: Elev./Depth: 10.0'-11.5'

GEO CIM, INC.

Client: Mora Development Corp.
Project: Las Sabanas Shopping Village

Vega Baja, PR

Project No: 3709-07 R Davila-GCl




Particle Size Distribution Report
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500 100 10 1 0.1 0.01 0.001
GRAIN SIZE - mm
% COBBLES % GRAVEL % SAND % SILT % CLAY
0.0 0.0 21.6 78.4
SIEVE PERCENT SPEC.” PASS? Soil Description
SIZE FINER PERCENT | (X=NO) Fat clay, some sand, yellowish brown.
31n. 100.0
1.5 1n. 100.0
| in. 100.0
75 m. 100.0 Atterberg Limits
i e PL= 25.9 LL= 55.9 Pl= 30.0
#?g ) gg? Coefficients
490 08 1 D35f 0.182 Degf D5gf
#40 97.0 D30= D15= D10=
#100 83.0 Cy= Co=
#200 718.4 EE—
Classification
| USCS= CH AASHTO= A-7-6(25)
Remarks
" (no specification provided)
Sample No.: 5 Source of Sample: Boring No. B-5 Date: 10/26/07
Location: Elev./Depth: 10.0'-11.5
I Client: Mora Development Corp.
G E O I M I N Project: Las Sabanas Shopping Village
] - Vega Baja, PR
Project No: 3709-07 R Davila-GClI




Particle Size Distribution Report
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GRAIN SIZE - mm
% COBBLES % GRAVEL % SAND % SILT % CLAY
0.0 0.0 94.7 D3
SIEVE PERCENT SPEC. PASS? Soil Description
SIZE FINER PERCENT | (X=NO) Sand. trace silt, white
3 1n. 100.0
1.5 . 100.0
L in. 100.0
-72 In. 1388 Atterberg Limits
.5 1. ; — | e = 1
375 in, 100.0 PL= NP LL= NP o=
#?g %ggg Coefficients
440 08 2 D3p= 0.184 D415= 0.133 D1o= 0.109
#100 19.5 Cy= 2.54 Ce= 1.12
#200 5.3 =
Classification
USCS= SP-SM AASHTO= A-3
Remarks
) (no specification provided)
Sample No.: 4 Source of Sample: Boring No. B-7 Date: 10/26/07
Location: Elev./Depth: 7.5'-9.0

Client: Mora Development Corp.

Project: Las Sabanas Shopping Village
5 - Vega Baja, PR

Project No: 3709-07 R Davila-GClI




